PAVEMENT STRENGTH SURVEY

[STATE Alaska Jory Kodiak [AIRPORT Kodiak This is a variation of FAA Form 5320-1-1
CCONSTRUCTION DATES. [Existing solL Subbase  [Base [Surface [Pavement
Pavement Conditions|
[cONSTRUCTION SOURCE OF (PCI) per last
IDENT. NAVE ORIG. | OVERLAY |AGENCY INFORMATION inspection cass  [course course course Overlay _|strength
RUNWAYS
[Runway 7-25 (west Edge Tsiumy Seal
of runway to west side |AK. Supp., AS-Builts 2179) o pCP Coati3” AC
6100-1A taxiay F) 1942 1990  |AKDOT & PF 6190 42 (c1942) (1978) AC (1990) [s53, T100, TT150
Siurry Seal
[Runway 7-25 (Taxiway F [AK. Supp., AS-Builts 2179 o spCP Coat/a” AC
610018 to east edge runway 1942 1990 |AKDOT & PF 6190 35 [(c1942) (1978) 2" A (1900) |s53, T100, TT151
[Runway 7-25 (west Edge Slurry Seal
of runway to west side |AK. Supp., AS-Builts 2179) o pCP Coati3” AC
610024 taxiay F) 1942 1990  |AKDOT & PF 6190 36 (c1942) 2" AC (1990) |53, T100, TT150
[Runway 7-25 (Taxiway F [AK. Supp., AS-Builts 2179 o spCP
6100-28 to east edge runway 1942 1990 |AKDOT & PF 6190 30 [(c1942) C (1990) [853, T100, TT152
[Runway 7-25 (west Edge
of runway to west side |AK. Supp., AS-Builts 2179) o pCP
6100-3A taxiay F) 1942 1990  |AKDOT & PF 6190 42 (c1942) 2" AC (1990) |53, T100, TT150
[Runway 7-25 (Taxiway F [AK. Supp., AS-Builts 2179 o pCP
6100-38 o east edge runway) 1942 1990 |AKDOT & PF 6190 38 [(c1942) C (1990) [$53, T100, TT153
[Runway 7-25 (Adjacent
61005 to Taxiway F) 1942 Ak DOT & PF 5 pcc
[AK. Supp., AS-Builts o spCP
6200-04 Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 % [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
6200-05 [Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 8 [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
6200-06 Runway 11-29 1942 2001 |AKDOT & PF 2000, Pr. 52228 9 [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
6200-1A Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 % [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
(620018 [Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 9 [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
l6200-1C Runway 11-29 1942 2001 |AKDOT & PF 2000, Pr. 52228 83 [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
(620024 Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 89 [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
l6200-28 Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 % [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
l6200-2C Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 75 [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
620038 Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 9 [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
(6200-38 Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 83 [(c1942) 2" AC (2000) 553, T110, TT150)
[AK. Supp., AS-Builts o spCP
6200-3C Runway 11-20 1942 2001 |AKDOT & PF 2000, Pr. 52228 9 [(c1942) 2" AC (2000) 553, T110, TT150)
Slurry Seal
[AK. Supp., AS-Builts 2179) o pCP Coati3" AC
6300-1A Runway 18-36 1990  |AKDOT & PF 6190 58 (c1942) (1978) 553, T110, TT150)
Siurry Seal
[AK. Supp., AS-Builts 2179 o spCP Coat/a” AC
6300-18 [Runway 18-36 1990 |AKDOT & PF 6190 46 [(c1942) (1978) 553, T110, TT150)
Slurry Seal
[AK. Supp., AS-Builts 2179) o pCP Coati3" AC
630024 Runway 18-36 1990  |AKDOT & PF 6190 53 (c1942) (1978) 553, T110, TT150)
Siurry Seal
[AK. Supp., AS-Builts 2179 o spCP Coat/a” AC
l6300-28 Runway 18-36 1990 |AKDOT & PF 6190 4 [(c1942) (1978) 553, T110, TT150)
Slurry Seal
|AK. Supp., AS-Builts 2179) o pCP Coat/3" AC
6300-3A Runway 18-36 1990  |AKDOT & PF 6190 55 (c1942) (1978) 553, T110, TT150)
Siurry Seal
[AK. Supp., AS-Builts 2179 o spCP Coat/a” AC
/6300-38 Runway 18-36 1990  |AKDOT & PF 6190 36 [(c1942) (1978) 553, T110, TT150)
Slurry Seal
[AK. Supp., AS-Builts 2179) o pCP Coat/3" AC
63004 Runway 18-36 1990  |AKDOT & PF 6190 66 (c1942) (1978) 553, T110, TT150)
Siurry Seal
[AK. Supp., AS-Builts 2179 o spCP Coat/a” AC
63005 Runway 18-36 1990  |AKDOT & PF 6190 60 [(c1942) (1978) 553, T110, TT150)
Slurry Seal
[AK. Supp., AS-Builts 2179 o pCP Coat/3" AC
63006 Runway 18-36 1990  |AKDOT & PF 6190 53 (c1942) (1978) 553, T110, TT150)
Siurry Seal
[AK. Supp., AS-Builts 2179 o spCP a3
6300-C Runway 18-36 1986 |AKDOT & PF 6190 34 [(c1942) (1978) 553, T110, TT150)
TAXIWAY
100-01 Taxiway A 1995 |AKDOT & PF 50 2" AC (1995)
6" - 8" spCP
20001 Taxiway B 1942 K DOT & PF 2 (c1942)
6 - 8" spcP
130001 Taxiway C 2001 |AKDOT & PF |AS-Builts 2000, Pr. 52228 % [(c1942) 2" AC (2001)
6 - 8" JpcP
[300-02 Taxiway C 199  |AKDOT & PF 53 [(c1942) 2" AC (1900)
6 - 8" JpcP
l400-01 Taxiway D 2001 |AKDOT & PF |AS-Builts 2000, Pr. 52228 % [(c1942) 2" AC (2001)
6 - 8" JpcP
500-01 Taxiway E 2001 |AKDOT & PF |AS-Builts 2000, Pr. 52228 o7 [(c1942) 2" AC (2001)
6 - 8" JpcP
500-02 Taxiway E 2001 |AKDOT & PF |AS-Builts 2000, Pr. 52228 87 [(c1942) 2" AC (2001)
l600-01 Taxiway F 1989 K DOT & PF |AS-Builts 2000, Pr. 52228 33 12 CA (2000) |4 AC (2000)
60002 Taxiway F 1970 K DOT & PF |AS-Builts 2000, Pr. 52228 2 12 CA (2000) |4 AC (2000)
600-03 Taxiway F 2001 |AKDOT & PF |AS-Builts 2000, Pr. 52228 80 12° CA (2000) |4 AC (2000)
6" Crushed
70001 General Aviation 1993 |AKDOT & PF 45 Agg. (1985) [2" AC (1985)
APRON:
[AS-BuTt 1776 and 2000, 77" CABC
4100-1A [Main Apron A 2001 [AKDOT & PF Pr. 52228 78 (2000) 4" AC (2000)
As-Built 1776 and 2000, 12" CABC
410018 [Main Apron B 2001 |AKDOT & PF Pr. 52228 81 (2000) 4" AC (2000)
6* Crushed
4100-1C Main Apron (north) 1985 [AKDOT & PF 66 (1985) 4" AC (1985)
4100-HS. Hard Stands 2001 [AKDOT & PF 93 pcc
411001 [Penn Air Apron 1993 |AKDOT & PF 70
1412001 Silver Bay Apron 1993 |AKDOT & PF 84
REMARKS:
Runway 7-25 Sta. 167+50 to 169+50 is a transition zone over Runway 18-36.
[Runway 18-36 410" south and 283' north of Runway 7-25 was overlaid with 2" AC in 1989, Age of remaining AC unknown
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